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Sample Description Clients Ref : "Decord"

Needlepunched carpet

Colour : Black/Grey

End Use : Flooring
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Samples, and their identifying descriptions have been provided by the client unless otherwise stated.

AWTA Ltd makes no warranty, implied or otherwise, as to the source of the tested samples. The above test
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content and format of the advertisement have been approved in advance by theManaging Director of 

AWTA Ltd.
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BS 8493-2008 + A1-2010 Light Reflectance Value (LRV) of a Surface: Method of Test 

Date of Testing 06/02/2025

Datacolor Spectraflash 650

Machine Geometry d/8 deg

Illuminant D65

Observer 10 degree

Number of measurements 9

CIE Tristimulus Value Y  - Mean 2.12
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